
United States Testing Company, Inc.

5555 Telegraph Road
Los Angeles, CA 90040
Tel: 213-723-7181
Fax: 213-722-8251

REPORT OF TEST

ULTRA BOND, INC.

3696 Beatty Drive, #A
Riverside, CA 92506

REPAIRED LAMINATED GLASS

December 27, 1993

TEST REPORT NO.

~/I A/' I:U~ . Ovf1/~C-VLarry J. Burmer
Project Engineer

Revised January 10, 1994

193128-1R

SIGNED FOR THE COMPANY

BY 'v~~~
Michael Beaton, P.E.
Manager, Engr. Dept.

Page 1 of
so

15

'·'SGS~ Member of the SGS Group (Societe Generale de Surveillance)

THIS REPORT APPLIES ONLY TO THE STANDARDS OR PROCEDURES IDENTIFIED AND TO THE SAMPLE(S) TESTED. THE TEST RESULTS ARE NOT NECESSARILY INDICATIVE OR
REPRESENTATIVE OF THE QUALITIES OF THE LOT FROM WHICH THE SAMPLE WAS TAKEN OR OF APPARENTLY IDENTICAL OR SIMILAR PRODUCTS. NOTHING CONTAINED
1/1 THIS REPORT SHALL MEAN THAT UNITED STATES TESTING COMPANY. INC .. CONDUCTS ANY QUALITY CONTROL PROGRAM FOR THE CLIENT TO WHOM THIS TEST RE.
PORT IS ISSUED, UNLESS SPECIFICALLY SPECIFIED, OUR REPORTS AND LETTERS ARE FOR THE EXCLUSIVE USE OF THE CLIENT TO WHOM THEY ARE ADDRESSED.
AND THEY AND THE NAME OF THE UNITED STATES TESTING COMPANY. INC. OR ITS SEALS OR INSIGNIA. ARE NOT TO BE USED UNDER ANY CIRCUMSTANCES IN ADVER.
TISING TO THE GENERAL PUBLIC AND MAY NOT BE USED IN ANY OTHER MANNER WITHOUT OUR PRIOR WRITTEN APPROVAL. SAMPLES NOT DESTROYED IN TESTING
ARE RETAINED A IlIAXIIlIUIlI OF THIRTY DAYS,



United States Testing Company, Inc.

OBJECTIVE
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The purpose of this project was to determine the physical

characteristics of the submitted repaired laminated glass by

performing impact and penetration tests in accordance with ANSI/SAE

Z26.1-1990 and flexural strength tests in 'accordance with ASTM C

158-84.

REFERENCES

1. Conferences and correspondence with Mr. Richard A. Campfield

Commencing November 16, 1993.

2. ANSI/SAE Z26.1-1990, "American National Standard for Safety

Glazing Materials for Glazing Motor Vehicles and Motor Vehicle

Equipment Operating on Land Highways-Safety Code".

3. ASTM C158-84, "Standard Methods of Flexural Testing of Glass

(Determination of Modulus of Rupture)".
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